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GOLD CERTIFICATE 

Project: forty five (45) gold dore bars for purity test Gold dore bars each
weighing 1000g each was submitted to the Laboratory

SAMPLE PREPARATION
MLD CODE:
DESCRIPTION: The samples were received and no samples preparation required. 

ANALYTICAL PROCEDURES
 MLD CODE  DESCRIPTION  INSTRUMENT

DL- FAAS01
DL- GRA01

Analysis by FAAS
Analysis by GRA01

AAS
Analytical balance

Note:
ND = Not Detected
N/A = Not Applicable

Final note: 
This is the final report and supersedes any preliminary report.
Results apply only to submitted samples.  This report has been verified and
approved for publication.


